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Abstract 

 
Clay is a natural, earth made resource, which goes back to the pre history of man, with its infancy as a 
useful material in the past. Clay was identified as a material to produce culinary utensils and objects. 
When fired, clay gets hard enough to make durable objects and it adds a value to the product. At the 
beginning, designs were in primary stage and the only purpose was to fulfil the requirements and 
functional value, but later on people considered about the aesthetical pleasing value. People came up with 
decorative effects to enhance the beauty and functionality of the product. Outer appearance or surface 
decoration gives more value and the first impression about the product. According to the above 
considerations surface appearance could be identified as an important aspect of a ceramic product. 
 
At the beginning, different decorative methods were used to enhance their ideas throughout the ceramic 
body. They were decorated with social stories and creative designs; it was an explanation media for the 
society. Pottery is a horizon of the cultural empire and solid item which explains the past. Decoration is 
the aspect that makes a piece of art more than the utilitarian communicating to the user and 
contributing to the total appearance. Evolution and variety of decoration methods in Sri Lanka cannot 
be omitted because it has a great history than contemporary situation. Pinching, Engobing, Engraving, 
Stamping, Springing, Painting could be identified as traditional decoration methods. They add an 
aesthetical appearance and a value, giving a meaning and a life to a ceramic product.  
 
Studying the surface decoration methods of ceramic ware is a vast area. This research focuses only on the 
identification of various traditional decorative techniques in low temperature earthenware products in Sri 
Lanka.  
 
Present products have less design qualities compared to traditional clay objects. Even though the 
consumer expects a design value, the manufacturer pays a less consideration on the aesthetical value of 
the product; it is a main problem in the current clay ware industry. Because of that people try to use 
other alternative products to fulfil their needs. But if it has a good design quality they would like to use 
earthenware products for their day to day needs.  
 
The information and data collected using the following methods will be analyzed under several key 
sections of the research. Primary data will be collected from the primary source by using structured 
questionnaires and field visit. The questionnaires will be given to people live in urban areas (Colombo 
& Kandy). The questionnaires mainly focus on the surface decoration methods in present clay vessels. 
Secondary data will be collected from the previous and existing earthenware vessels, from the books, 
research journals, research articles, archaeological excavations etc.  
 
This research will be an investigation to identify traditional decorative techniques in earthenware 
products and it will be helpful to re design earthenware clay vessels with aesthetical pleasing and re-
establish the creative tradition in the earthenware industry in Sri Lanka. 
  
Key words: Clay, Earthenware, Firing, Surface, Pinching, Engobing, Engraving, Stamping, Springing  
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Introduction 
 
Water, fire, air, earth and space are the 
basic natural elements in the planet. 
Ceramic is a natural material formed 
with the combination of above 
mentioned elements. Earth means clay, 
which is flexible when mixed with 
water, and gets hardened by the effect 
of air and that shape will be made 
permanent by the effect of fire and also 
product volume will be created as a 
result of the way of handling the space. 
These are the basic steps of making 
clay ware objects. Sentence (2004) 
explained about the use of four types 
of basic elements for clay product 
manufacturing; “We are enthralled by 
the magic of a craft that involves all 
four of the elements: earth mixed with 
water cooked in a fire and coloured by 
the presence or absence of air. It feels 
as though, while molding the clay to 
our will, we could almost breathe life in 
to it” (p.9).  At the beginning, designs 
were in primary stage and the only 
purpose was to fulfill the requirements. 
But later people considered about 
functional and aesthetical values of the 
product. Decorations help to enhance 
the beauty. It is no argument, outer 
appearance or surface decoration gives 
more value and first impression about 
the product. Surface decorations can be 
identified as the main decoration 
method in a ceramic product. At the 
beginning different methods were used 
to enhance their ideas through the 
ceramic body. It is like a canvas for the 
painter. In past people used social 
stories to decorate the ceramic body, 
which was an explanation media to the 
society. They used different kinds of 
decoration techniques, pigments and 
colouring agents for grateful works. 
 
Although clay was a simple and a basic 
material, it was developed in various 
ways. At present several types of 
ceramic varieties exist in Sri Lanka. 
According to the firing temperature 
and body composition it can be 

categorized in to five different types. 
These are Terracotta ware, 
Earthenware, Stone ware, Porcelain 
and Bone China (Thakashima, 2004). 
This categorization is different from 
country to county and will be changed 
in accordance with body composition 
and firing temperature of clay products. 
From this classification; earthenware 
can be described as low temperature 
(red/brown colour) and high 
temperature body (red/brown and 
gray).  
 
By considering the product 
functionality and the usage of ceramic 
product, it can also be divided in to 
three main categories.  According to 
(Coomaraswamy, 1979), three main 
types of product variations can be 
identified in Sri Lanka. They are 
Domestic ware, Ritual ware and 
Architectural ware. In addition, toys 
and ornamental ware are produced in 
Sri Lanka presently. Earthenware clay is 
an ideal material to manufacture 
domestic products. According to the 
above classification, domestic products 
are frequently used in each and every 
house in Sri Lanka and cooking pots 
play a huge role among the domestic 
products. Most domestic products are 
made from low temperature 
earthenware clay. The domestic usage 
products can be classified in to three 
main parts with a view of product 
functionality. Rice (1987) explains three 
varieties of Domestic products; 
“Storage products, Processing 
products, and Transferring products” 
(p.207).   
 
It is a known fact that most of the 
people in ancient Sri Lanka used clay 
pots as their kitchen utensils, because 
clay is a recyclable and eco-friendly 
material.  Earthenware (low 
temperature) products are easily 
recyclable, as it is fired under low 
temperature atmosphere. It is very 
important to note that, during the 
process of earthenware manufacturing 
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the environment is not affected by any 
harmful effect. Materials like aluminum 
and the processes of aluminum casting 
release several types of dreadful things 
to the environment. (Mudalige,2010) 
said “They are turned out using an eco-
friendly production processes (drain 
casting) in comparison to the 
aluminum casting processes that 
generates high heat and chemical fumes 
which adversely affect the working 
environment”. It is believed that the 
clay is a suitable and environment 
receptive material. 
 
In a fast moving world, life has become 
more competitive and busy. Therefore 
people are compelled to change their 
traditions in order to face new 
challenges in life. Hence they tend to 
use alternative products which are 
made from other materials such as 
Nonstick, Aluminum, Stain-less steel, 
and Enamel etc. Although these 
products made the life easy and 
comfortable with the passage of time 
people understood these alternative 
products have certain disadvantages. It 
has now been found the materials like 
Nonstick, Aluminum, Stain-less steel, 
and Enamel would cause fatal diseases 
like cancer and kidney ailments, it they 
are used for a prolonged period. 
(Mudalige, 2010) explained about the 
disadvantage of  the pots made out 
with other material as; “Traditional 
cookware found in Sri Lanka such as 
those made with aluminum, stainless 
steel and non-stick have been reported 
to cause health disorders in continuous 
use”. Due to the urbanization, the 
kitchen arrangement also has changed. 
In Most of the houses, there is a place 
called pantry which is used for both 
cooking and dinning. There are houses 
which have both the pantry and the 
kitchen. In those houses clay products 
are used mainly in the kitchen because 
of the ill-effects which have been 
mentioned earlier.  The utensils which 
are made from other materials are used 
in the pantry because they have smooth 

attractive value. But these imitated 
products are good for short time usage 
and not good for longtime usage. 
Hence it is obvious that using clay 
products is good for human lives. 
People hesitate to use them much in 
the present due to several 
disadvantages. Much attention is not 
paid to the functional usage, aesthetical 
value and the attractive finish. 
 
Clay was an ideal material for making 
vessels. People have identified clay as a 
flexible material which can be handled 
easily, when mixed with water. When 
comparing with other materials such as 
enamel, and stainless steel, clay can be 
used to create various types of clay 
objects with variety of decoration 
methods. Therefore manufacturing clay 
products can be seen as a structural and 
a systematic process. Finally a piece of 
clay can be turned in to a beautiful and 
useful clay product by adding life to it 
through this systematic process. 
 
Although all the clay vessels are not 
manufactured attractively, it is one of 
the factors that have to been paid 
much attention in pottery industry. 
Because people like to use good quality 
product combined with design 
efficiency and aesthetical validity. 
“Purely decorative pots have total 
freedom of expression, while 
functional considerations impose 
compromise in both form and aesthetic 
development in pots that are made to 
be used. The various needs that 
domestic pottery servers predetermine 
to some extent the forms those were 
and are made. Within all of these basic 
forms there has usually been 
considerable room for invention, 
variation, and improvisation within a 
theme” (Hopper, 2000, p.29). Hence it 
is obvious that functional and 
aesthetical value of products is a key 
factor in domestic pottery. Generally 
clay vessels in the current usage, do not 
process a good surface quality, 
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structural quality, product appearance 
and aesthetical appearance.  
 
It has been identified that the clay 
cooking pots are not used much by 
people in the current society. It is 
believed that most of these products 
do not consider the surface decoration 
of the products. The questionnaire was 
carried out to identify the present 
situation of clay vessels clearly. The 
questionnaire will be given to people 
who live in urban areas. It consists of 5 
questions and will be given to 50 
people to collect the data. The 
questionnaire will also be used to 
identify the problems of present 
decoration methods through 
consumers’ experiences and to obtain 
their valid opinions regarding the 
development of clay vessels. The 
results of questionnaire survey shows 
that 88% people suggest that the 
surface decorations of clay vessels 
should be developed and 12% of 
people do not propose that idea. 
According to the results it is 
understood that the clay vessels are in a 
developmental stage. Therefore this 
research will make an attempt to 
identify the importance of surface 
decorations for earthenware clay 
vessels and it will also help to identify 
the areas which have to be developed 
to according to the needs of the 
present society.  
 
Studying about the surface decoration 
methods of the ceramic ware is a vast 
area; this research is only focusing on 
the types of surface decoration 
techniques in low temperature 
earthenware vessels in Sri Lanka. 
Further this research will be useful for 
product manufacturers and users, to 
upgrade their products to fulfill present 
social needs.  As a result of that, 
consumer will be able to get an easy 
product which has aesthetical validity. 
This research will also help to build a 
new trend in pottery manufacturers by 
emphasizing the need to improving 

surface decorations of clay vessels 
which will absolutely suit present social 
requirements.  
 
Earthenware products and 
Decorations 
 
As mention above earthenware can be 
categorized in two different types as, 
low temperature earthenware and high 
temperature earthenware. Low 
temperature earthenware is commonly 
used in Sri Lanka. It goes under 7500C 
to maximum 10000C and limited 
surface decoration methods can be 
seen out of the body. Most of the Sri 
Lankan cooking pots, pans and 
ornaments are made out of this 
material and yellow, brown colours are 
common. Sri Lanka had a great history 
for the earthenware products; which 
can be identified from the archeological 
excavations and ancient sites. An idea 
about the technical developments, 
decorations and manufacturing 
methods in the products can be 
obtained from the past products and 
museum collections. 
  
Decoration is the aspect that makes a 
piece of art more than utilitarian 
communicating to the user and 
contributing to the total appearance. 
Evolution and variety of decoration 
methods in Sri Lanka cannot be 
omitted because it has a great history 
than contemporary situation. It adds 
character and value giving a meaning 
and lie to an earthenware product. The 
methods which are used in the 
processes evolve with the time creating 
trends. Tracing back to the history of 
Sri Lankan earthenware, a number of 
attempts of decorating can be 
identified. It has variety unique designs, 
in the same way the decorations of one 
piece of art is different from another. 
The identical elements are used in 
different compositions to suit the form, 
function and appearance of the 
product. The traditional decorating 
methods are evolved each having a 
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Working on the leather hard condition 
is quicker than the dry stage working. 
Sri Lankan pottery tradition, decoration 
and decoration techniques obtain a 
higher demand than that of other Asian 
countries. Surface decoration method is 
generally categorized in to three 
different ways; 
 
 Geometric Design 
 Naturalistic Design & 
 Miscellaneous Design 
 
Geometric designs were commonly 
used for the decorations, for the reason 
that the shape and forms are very 
simple and it was proverbial to the 
potters’ finger.  Most of decorative 
shapes were inspired from nature. It 
can be evident from the clay vessels 
used in past.  
 
Geometric Designs 
Line, Dot, Wave, Cross Pattern, 
Diamond Shape, Circle, Triangle, 
Curve 
 
Naturalistic design 
Finger prints, Molding, Human forms, 
Floral form, Animal models 
 
Miscellaneous design  
Religious symbols, “Dhrmachakra”, 
“Swasthikaya” 
 
Most of the designs were inspired from 
the nature, culture and the social 
backgrounds. Every design added some 
aesthetical or functional value to the 
objects. Most of the designs were 
decorated in eye level of the pots; it 
gave an attraction to the objects, 
balance, rhythm and aesthetical beauty. 
 
Variety of surface Decoration 
Methods in earthenware clay vessels 
 
Most of the surface decoration 
methods were developed from trial and 

effort methods and experimental 
works, at the beginning people had lack     
Of resources for manufacturing and 
decorating methods, but comparing 
with present clay products they have 
produced quality products consisted 
with gorgeous surface decorations. It 
can be evident by examining the 
precedent products. A variety of 
traditional surface decoration methods 
can be identified from the earthenware 
products. These are the basic and 
important surface decoration methods 
that can be identified from the past; 
 

• Pinching 
• Engobing 
• Engraving 
• Stamping 
• Springing 
• Painting 

 
Pinching 
 
Pinching is a basic method of clay ware 
manufacturing. At the beginning 
people did not have enough facilities to 
manufacture designable products but it 
was good enough to fulfill the 
requirements. First the qualities of clay 
were identified, it helped to understand 
that the shape can be changed if 
respond with finger.  
 
At the beginning potter’s wheel was 
not used for clay ware manufacturing. 
Most of the products were decorated 
using fingers and thumb. Early 
products were circular but not perfectly 
circular. It can be evident from the 
“Veddas’” pots in Sri Lanka. Pinching 
helps to develop shapes, forms and 
also the decorations.  
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Engobe is applied in the leather hard 
stage; it helps to absorb the decoration 
layer to the wet clay body. It also 
applied as two layers in two different 
colours and after drying engraving 
decoration can be applied. In the firing 
it becomes a matt colour band, to get a 
shine effect it should be rubbed in the 
leather hard stage using seed call “Puss 
Eta”. The shiny surface helps to reduce 
the quality of water absorption. In 
present, plastic sheets are used for 
rubbing purpose. Engobe method is 
used for curry dishes, goblets, plates, 
ornamental items etc. kelaniya is 
famous for the “Guru” painted 
engobing, but surface decorations are 
not updated.  They need to update 
their designs to cater new trends, 
without continue the ordinary designs.  
 
Engraving  
 
Scraping or grooving the leather hard 
clay product is engraving. It is mainly 
used to decorate the outer surface of 
the product, but rarely it is also used as 
an inside decoration. It depends on the 
functional value and usage of the 
object and can be identified as a 
development stage of engobe method. 
The engraving must be done carefully 

and skillfully. Most of low temperature 
earthenware products were engraved 
decorations, not only the two 
dimensional designs but also   three di 
Engraving is done by scraping lines to 
form a pattern. Tools is an important 
fact for the decoration, design quality is 
depended on the use of tools and 
creativity. Engraving tools can be 
identified as sharp pointed tools and 
flat tools. Steel and wooden were used 
as tool materials. 
 
 
A variety of engraving techniques can 
be identified from earthenware vessels 
in Sri Lanka. Engraving is the pattern 
slightly as a not very deep scraping on 
the surface of the clay. In most of the 
occasion’s circular surfaces were 
repeating the same design around the 
product. It is easy as not grooving 
deeply. De Silva & Dissanayake (2008) 
stated that Grooving decoration 
scratched in to the surface of the vessel 
with a hand tool of same soft variations 
in the shape and size of tool and the 
preserve applied will affect this 
appearance of the surface decoration 
(p.15).  
 

 It is needed to use sharp tools to 
decorate the body. 

 
Figure 10:  Engraving method,  

Veddas pot 
 
 
 
 
 
 

 
 

 
 
Figure 11: Incised decoration in“Kalaya” 

Source (Coomaraswamy, 1979, p.227) 
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Traditional methods are very creative, 
highly naturalistic and simple. These 
methods have to be brought in to the 
future generation, and it can be 
developed to suit for the present social 
context and people needs. Earthenware 
manufacturers have creativity and 
talents to do valuable products 
consisted with aesthetical appearance. 
The present social need is to develop 
and protect the Sri Lankan ancient 
pottery traditions for the future 
generations.  
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Abstract 

 

Gem and jewellery industry in Sri Lanka plays a vital role contributing immensely to foreign exchange 
earning to the country’s economy. The industrial value chain begins with gem mining and ends with 
retailing of jewellery while, several stages are included amid. It is imperative to be discerned that every 
stage involves trading, resulting export of a larger amount of semi-finished products without adding the 
premium value which creates lack of competitiveness. Statistical data illustrates a clear disparity in 
terms of revenue generated through the gem exports as opposed to jewellery exports. Thus, the 
discrepancy between country’s resource capacity and its level of fabrication has inspired to conduct this 
research work.  
 
The main objective of this study is to explore the key factors which cause the low competency in value 
addition of gem and jewellery industry in Sri Lanka. The required data was collected through an 
extensive literature survey and several face-to-face, in-depth interviews with experts in the gem and 
jewellery industry.  
 
The results of the data analysis concluded that there are six major constraints affecting the low 
production and exporting of gem set jewellery in Sri Lanka, namely; lack of innovation, lack of 
technology, lack of market, lack of competent man power, lack of financial resources and lack of 
integration and long term plans as the main findings of this study.  
 
Key words:   gem and jewellery, value addition, export, competitiveness 
 
1. Introduction 
 
The gem and jewellery industry is a 
very important sector in Sri Lanka 
which is among the major sectors 
contributing to foreign exchange 
earnings. The industry has been 
identified as one of the thrust areas of 
export development by the 
government of Sri Lanka. 
Consequently, a proposal has been 
made by the government to upgrade 
the gem and jewellery export sector to 
a US$ One Billion industry (Gem talk, 
2008). Sri Lanka is a leading gem 
bearing country and retains as one of 

the world’s largest gemstone 
repositories, second only to Brazil (The 
Competitiveness Program, 2008). It is a 
major producer of fine quality 
gemstones among the five most 
important countries together with 
Myanmar, Brazil, South Africa and 
Thailand (Ali consultants, 2006).  
 
Statistical data released from the 
National Gem and Jewellery Authority 
(NGJA) spanning the last eight years of 
the export of gem and jewellery 
illustrates, a clear discrepancy in terms 
of the revenue generated through gem 
exports as opposed to jewellery 


