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uncertain due to the inadequacy of REE resources 
and various geopolitical issues. Therefore, explor-
ing new and alternative REE resources worldwide 
is extremely important to maintain a reliable and 
steady REE supply.

Currently, the global 
demand for REEs is 

skyrocketing, owing to their 
immense consumption 
in the advancement of 
modern high-tech and 

green technologies. 

exploration for rare earth eleMents 
(rees) in different geological 
forMations of sri lanka and their 
recovery potential

Rare earth elements (REEs) are widely attract-
ing global attention due to their crucial role in 
the modern lifestyle, especially in the industrial 
advancement towards a green economy through 
renewable technologies. This particular group 
of metals consists of the 15 lanthanides, yttrium 
(Y), and scandium (Sc). There are two subgroups, 
namely light rare earth elements (LREEs) from 
lanthanum (La) to europium (Eu) and heavy rare 
earth elements (HREEs) from gadolinium (Gd) to 
lutetium (Lu) and Y (Fig. 1a). Generally, LREEs are 
more abundant in the mineral deposits when com-
pared to more priced HREEs [1]. 

Currently, the global demand for REEs is skyrock-
eting, owing to their immense consumption in 
the advancement of modern high-tech and green 
technologies. Global demand for rare earth oxides 
(REOs) has increased approximately from 156 to 
208 thousand metric tonnes over the period 2017 
to 2019, and it is forecasted to increase to over 304 
thousand metric tonnes by the year 2025 [2] (Fig. 
1b). However, the global REE supply is unstable and 
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In this context, Sri Lanka has a prominent potential 
for REE resources considering its favorable geo-
logical setting, and previous geochemical studies 
disclose clear evidence of high REE concentra-
tions in different geological formations [3]. There-
fore, the present study explores the REE potential 
in various geological formations of Sri Lanka, in-
cluding intrusive rocks, placer deposits, and gem 
mining wastes. Amongst the studied geological 
bodies, Eppawala Phosphate Deposit, Pulmoddai 
mineral sand, and gem mining waste are the most 
potential REE resources in Sri Lanka (Fig. 2). In ad-
dition, downstream lake sediments at Eppawala 
are also a prospective source for REEs due to the 
accumulation of REEs via transportation of weath-
ered materials by Jaya-Ganga that flows across 
the Eppawala phosphate deposit. Table 1 presents 
the total REE contents and average REO grades of 
these resources.

Since the bulk tonnage of the Eppawala Phosphate 
Deposit is about 60 million tonnes of P

2
O

5
 [3], its 

estimated that the average REE reserve is approx-
imately 0.29 million tonnes of REOs. However, the 
average tonnage of REOs of the other resources 
remains unknown due to the lack of volume calcu-
lations. Therefore, we need to carry out further de-
tailed sampling, geochemical evaluations, miner-
alogical analyses, and volume calculations before 
determining the true potential of these resources.

Based on the average REO grade and the feasibil-
ity of REE extraction, we selected three resourc-
es: Eppawala Phosphate Deposit, Eppawala lake 
sediments, and gem mining wastes for the devel-
opment of suitable extraction techniques to re-
cover REEs. Despite the highest REO grade, REE 
extraction from Pulmoddai monazite is complex 
and environmentally damaging due to the high 
concentration of radioactive components like Ura-

nium and Thorium [3]. So far, we have been able to 
leach out REEs under optimized conditions from 
the Eppawala Phosphate Deposit, Eppawala lake 
sediments, and Gem mining wastes with 81%, 78%, 
and 78%, respectively (Fig. 3a). After completing 
the optimization of the leaching process, we ex-
pect to proceed with the selective separation of 
rare earth elements with the solvent extraction 
technique.

In the case of the Eppawala Phosphate Deposit, 
phosphate mining produces two types of phos-
phate fertilizers: Eppawala Rock Phosphate (ERP) 
and High-Grade Eppawala Rock Phosphate (HERP). 
When applying these ERP and HERP to the crops 
in their raw forms, a considerable amount of this 
valuable commodity, REEs, is wasted. Therefore, 
we need to recover REEs as a by-product during 
the fertilizer production flow at the Eppawala 
Phosphate deposit. We are currently at the stage 
of the leaching optimization of Eppawala HERP 
and ERP. However, we expect to proceed with the 
production of REOs and the selective separation 
of REEs using the solvent extraction technique. 
Figure 3b illustrates the proposed production flow 
of REOs and selective extraction of REEs from the 
ERP and HERP at the Eppawala Phosphate Deposit.

Recovering REEs from ERP and HERP could con-
tribute to the growth of the Gross Domestic Prod-
uct in Sri Lanka, which would ultimately improve 
the Sri Lankan economy. When it comes to Gem 
mining wastes and Eppawala lake sediments, they 
also contain valuable critical metals like REEs, and 
we must develop suitable extraction techniques to 
recover them as well. There have been no previous 
attempts to explore the potential of REE sources 
in Sri Lanka and recover REEs from these sources. 
Therefore, developing novel extraction techniques 
to extract REEs from the above resources would 
be helpful for the establishment of the REE indus-
try in Sri Lanka.
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Table 1: The total REE contents and average REO grades of the most 
potential REE resources in Sri Lanka.
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Figure 1: (a) The subgroups of rare earth elements; (b) The global demand for REO from 2017 to 2025 (Source: [2]).

Figure 2: (a) The most potential REE sources in Sri Lanka; (b) Eppawala phosphate deposit; (c) A gem mining site at Wagawatta, Horana; (d) 
Pulmoddai mineral sand deposit.
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Figure	3:	(a)	Leaching	optimization	of	REEs	from	the	Eppawala	apatite;	(b)	The	proposed	REE	production	flow	of	REOs	and	selective	extraction	of	
REEs from the Eppawala Phosphate Deposit.
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